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Bulk Nanostructuring of Janus-Type Metal Electrodes

Dandan Gao,[a] Si Liu,[a] Rongji Liu,[a, b] and Carsten Streb*[a, c]

Abstract: The stable deposition of reactive nanostructures

on metal electrodes is a key process for modern technolo-
gies including energy conversion/ storage, electrocatalysis

or sensing. Here a facile, scalable route is reported, which
allows the bulk nanostructuring of copper foam electro-
des with metal, metal oxide or metal hydroxide nanostruc-

tures. A concentration-gradient driven synthetic approach
enables the fabrication of Janus-type electrodes where

one face features Cu(OH)2 nanowires, while the other face
features CuO nanoflowers. Thermal or chemical conver-

sion of the nanostructured surfaces into copper oxide or
copper metal is possible whilst retaining the respective

nanostructure morphologies. As proof of concept, the

functionalized electrodes are promising in electrocatalytic
water oxidation and water reduction reactions.

The bulk modification of metal surfaces by direct deposition of
reactive nanostructures holds great promise for applications

ranging from (bio-)sensing[1] and opto-electronics[2] to energy
conversion and energy storage.[3] Particularly, the in situ forma-

tion and binder-free, stable deposition of metal oxide or metal
hydroxide nanostructures has attracted significant attention, as

this leads to technologically viable, scalable fabrication routes
for industrially important components with relevance for sus-

tainable energy technologies such as batteries,[4] water elec-

trolysis,[5] or fuel cells.[6] Prime examples are electrodes func-
tionalized with copper oxide or copper hydroxide nanostruc-

tures, which have attracted widespread interest due to their

use as electrocatalysts for the oxygen evolution reaction
(OER)[7] or hydrogen evolution reaction (HER),[8] as well as su-
percapacitors and battery electrodes.[9, 10] Consequently, a
number of synthetic approaches to copper oxide/ hydroxide
functionalized electrodes have been developed, including elec-

trochemical anodization,[11, 12] chemical deposition,[13, 14] electro-
deposition,[15, 16] hydrothermal deposition[8, 17] and surface oxida-

tion.[18, 19] Typically, the methods reported lead to the formation

of one dominant Cu oxide/ hydroxide phase, that is, CuO,
Cu2O or Cu(OH)2 with characteristic nanostructure morpholo-

gies: Cu(OH)2 typically forms nanowires or nanorods with di-
ameters in the tens of nanometers and lengths of up to several

micrometers. CuO often forms layered nanosheets, with indi-
vidual sheet thickness of &100 nm. In addition, CuO “nano-

flower” structures are reported where individual sheet-like par-

ticles aggregate into spherical shapes; typical diameters of the
aggregates are in the low micrometer range. Last, Cu2O often

forms spherical nanoparticles with diameters of 50 to 150 nm.
To date, tremendous progress has been made in the bulk

fabrication of phase-pure Cu-oxide/ hydroxide nanostructures
on metal electrodes with often highly homogeneous distribu-

tion of the nanostructures across the electrode surface. In con-

trast, to the best of our knowledge, the fabrication of Janus-
type electrodes where the two electrode faces are functional-

ized with different nanostructures in one fabrication step has
not been reported. This ability, however, would open new re-

search avenues, for example, in energy conversion or sensing,
where the presence of multiple, chemically distinct nanostruc-

tures enables new function. This concept has been pioneered

in Janus particle research, where the functionalization of one
section of a particle surface has led to ground-breaking studies

ranging from self-propelled locomotion[20, 21] to biomedical
theranostics[22] and environmental remediation.[23, 24] In the con-
text of electrodes modification, the establishment of these
concepts could lead to a new multi-component composites

where several functions can be integrated within one techno-
logically usable system.

Here, we report a facile bulk nanostructuring approach for
copper foam electrodes, which enables the surface-specific si-
multaneous deposition of Cu(OH)2 nanowires and CuO “nano-

flowers” based on solution concentration gradients. Conversion
of these “Janus” electrodes by thermal or chemical methods

gives access to CuO or metallic Cu nanostructures which retain

their original morphologies. As proof of principle, we demon-
strate that the resulting composite electrodes can be used for

energy-relevant electrocatalyses, such as the oxygen evolution
reaction (OER) or hydrogen evolution reaction (HER). The facile

synthetic functionalization route uses the oxidation of metallic
copper using ammonium peroxosulfate (APS) in aqueous
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sodium hydroxide solution. Immersion of a commercial copper
foam (CF) electrode (2 V 10 V 40 mm) at room-temperature in

15 mL of the oxidizing solution (133 mm APS, 2.66 m NaOH)—
without stirring—for periods from 1 min to 15 h led to the for-

mation of nanostructured electrodes. Note that the electrode
immersed for 15 h is used hereafter and referred to as Elec-
trode 1. Chemical analysis of 1 shows that the top face of the
electrode (referred to as 1T) was functionalized with black

CuO, whereas the bottom face (referred to as 1B) features blue

Cu(OH)2, see Figure 1; for synthetic details see Supporting In-
formation Figure S1. Scanning electron microscopy (SEM) re-
veals that the Cu(OH)2 is deposited as high aspect ratio nano-
wires with diameters of &10 nm, while the nanowire length

can be tuned by variation of the immersion time, ranging from
&2 mm (15 min immersion) to tens of micrometers (15 h im-

mersion, Figure S2.)

On the CuO face, SEM analyses show the formation of spher-
ical “nanoflower” aggregates of CuO with approximate diame-

ters from 2 mm (15 min immersion) to 10 mm (15 h immersion,
named Electrode 1), see Figure 1 c and Figure S2. Note that

during the initial stages of nanostructuring, we also observed
formation of some Cu(OH)2 nanowires. These disappeared

upon longer immersion times; see Supporting Information,

Figure S2. In addition, we noted formation of a black precipi-
tate in the reaction vessel ; this was identified as CuO, also

having nanoflower morphology, see Figures S3 and S4). A
cross-section SEM analysis of Electrode 1 clearly shows the

transition from the Cu(OH)2 nanowires to the CuO nanoflowers
and indicates that the internal part of the electrode is dominat-

ed by Cu(OH)2 nanowires, while the CuO nanoflowers are

mainly found on the CuO face (Figure S5). Powder X-ray dif-
fraction (pXRD) of both electrode faces verify the structural as-

signments and show predominantly Cu(OH)2 diffraction signals

for the 1B face, while the 1T face predominantly shows the
corresponding CuO diffraction peaks; see Figure 2 a. Note that

both faces show residual signals for the other nanostructure
due to the porous structure of the electrode. ATR-IR spectra

(Figure S6) also indicate the structure assignments (Cu-O-H
bending at 933 and 406 cm@1, Cu@O stretching modes at 600

and 471 cm@1 [25, 26]).
Conversion of the original (Cu(OH)2/CuO) Janus electrode

into CuxO was achieved by calcination in Ar (T = 350 8C, t = 1 h,

named Electrode 2). After the treatment, both faces of the
electrode were black. SEM analyses show that the original
nanostructure morphologies on both faces were retained; we
note that the nanowires of the 1B face partially merge into
nanosheets due to the thermal treatment, while the nanoflow-
ers retain their structure (Figure 1 b and Figure S7). pXRD anal-

yses of the electrode show that both faces, 2B and 2T feature

signals for a mixture of CuO and Cu2O (cuprite modification);
see Figure 2 b).

Next, we hypothesized that full reduction of the copper
oxides to elemental Cu metal should be possible starting

either from 1 or 2. Thus, Electrode 1 and Electrode 2 were re-
acted for 2 h with aqueous NaOH solution (1 m) containing

formaldehyde as reducing agent (0.4 m). This resulted in the

formation of Electrode 3 ; see Figure 1 b, Figure S8 and S9.
Note that virtually identical electrode morphologies were ob-

tained independent of whether 1 or 2 were used as precursor.
We observe that 3 retains the nanowire structure on the elec-

trode bottom face (3B), while the nanoflower structure is re-
tained on the top face (3T) (Figure S8). pXRD analysis of the

samples shows that the copper oxide/hydroxide precursor

nanostructures are fully reduced to elemental metallic copper
(Figure S9).

Figure 1. (a) Synthetic approach and photographs of the Janus-electrodes starting from commercial, non-modified Cu-foam. (b) Corresponding SEM images
of the electrode surfaces. (T: Top face. B : Bottom face. 1T, 2T and 3T: Top face of Electrode 1, 2 and 3. 1B, 2B and 3B : Bottom face of Electrode 1, 2 and 3.)
(c) Time-dependent nanostructure growth on the top face (1T, CuO) and bottom face (1B, Cu(OH)2) of Electrode 1.
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